Table 3-18: Dolomitic Magnesium Metal Production Capacity (Metric Tons)
Year Production Capacity

1990 35,000
1991 35,000
1992 14,909
1993 12,964
1994 21,111
1995 22,222
1996 40,000
1997 40,000
1998 40,000
1999 40,000
2000 40,000

2001 29,167




